RA100 Titanx

Key Word Titanx Product Name RA100
Test File Name RA100 Titanx.xtak Method File Name
Report Date 2022-09-26 Test Date 2022-09-26
Test Mode Single Test Type Deformation
Speed 7mm/min Shape Plate
No of Batches: 6 Qty/ Batch: 1
Name Max Pressure Max Deformmation Tmm 2mm
Parameters Cale. zteggt're Cale. ;:eir;tlre Deformation 1 mm | Deformation 2 mm
Unit N mm N N
Titanx 1319,85 299917 451,211 870,188
= Titanx 1435,20 299971 552,490 997,426
RA100 NR60 3399.80 2,99944 1380,85 2431,23
RA100 NR60 3233.,12 2,99956 127597 2172,06
RA100 NR40 136747 2,99940 491,833 905,600
RA100 NR40 1246,13 2,99981 344 431 164,287
Name 3mm 4mm Smm
Parameters Deformation 3 mm | Deformation 4 mm | Deformation S mm
Unit N N N
Titanx 1318,20 | - - ——
h Titanx 1433,15 | - o
RA100 NR60O 3389,82 | - -
RA100 NR60O 3225,26 e -
RA100 NR40 1365,92 by -
RA100 NR40 1245,34 - e
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